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Test Classification Commissioned test
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BICPURIEN | FEAFMEERIR N AIRAE]
Client L Treezo New Material Science and Technology Group Co., Ltd.
AR B FEAFMRERRBRGAIRAE]
Manufacturer | Treezo New Material Science and Technology Group Co., Ltd.
8.y
I | ARER REREAERD | - T
Product e | Brand Treezo
o | (Moisture-Resistant Pine Particle Board)
iR o RRAS| TR
Specification 2440mm> 1220mm>22mm Test Classification C i Sioned test
N Frekhrte BE WS
Grade | Person of sample-sending Dai guiling
PRy S |  EEIRE MERa R Tan, 09,2005
Series of product P-FNMR Arrival Date of sample ’
S ; A A
Chantity o ariiple 600mm=600mm=22mm & pieces ‘ Date of prodaction -
= g R B
| Comp@lﬁn_ N
o2 Rl —
Test Date Jan. 09,2025 ~ Feb. 21,2025

GB/T 4897-2015: R % & {R 2 density deviation, & 7K moisture content, # #1385 modulus of
rupture, 3 1% & modulus of elasticity, PJH 438 internal bond strength,

swelling, B E1EEE(# K H S P & 5% F )moisture resistance(internal bond
1n51 ALt strength after boiling test), FA#HEHE(70°C K P8 4 2 /5 1 i 58 FF )moisture
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Wﬂ?]}mﬁ |I FE &35 E surface bond strength, 24h TR 7K B & YA 24h thickness
|
|
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el resistance(modulus of ruptureafter dipping treatment in 70°C  water)
Refer to JIS A 5908:2022: H BRI E formaldehyde emission
LY/T 3230-2020: B EMENHLEY TVOC
RARER 2~3 T
Wb | The results are shown in the 2nd~3rd ps. =
Test conclusion
HIELr 1455
RO §
1. EREEERRE RN G EE (R R hE BB A
& | The manufacturer , brand and composition are supplied by comMy
Note | 2 il B AT E AR .

| Only responsibility for supplied specimen.
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Research Institute of Wood Industry,Chinese Academy of Forestry
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National Center of Inspection and Testing for Wood-based Panels and Wood-Bamboo Products
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Inspection laboratory for Wood-based Panels and Timber , Chinese Academy of Forestry
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Client ‘ Treezo New Material Science and Technology Group Co., Ltd.
i |
AP E R | TEAFMRER AR AR AT
Manufacturer | Treezo New Material Science and Technology Group Co., Ltd.
R H | Bfr FRAERE(E RAEER HrEsR
Test items { Unit Specification Test results Judgment
kR 2 | &1
density deviation % Jl =10 G, <13 Conformity
T |
&7k ] B &1
moisture content | % el 6.2 Conformity
PSR ——
$ AR _ ot
modulus of rupture MPa b 12 15:9 Conformity
BILHE | . %
modulus of elasticity | R e 00 o000 Conformity
| I
R & 92 L
internal bond strength | ME2 By 10,33 e Conformity
REREEE L
surface bond strength MEe ez L8 Lol Conformity
2hROKEERKE |, o . ot
24h thickness swelling | 2 R R ' Conformity
A 14 RE |
(BKEEARERE) | P
humidity resistance | MPa p: 0.07 0.07 C n?orm'
(internal bond strength [ © ity
after boiling test), | [
PrEptERE(70C KPR | l
FALEEBHEE) | -
humidity resistance ’ ) (=
(modulus of rupture after | Ll s 2 = Conformity
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Inspection laboratory for Wood-based Panels and Timber , Chinese Academy of Forestry
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FFEHRAIBFEA TEMAFRE SRR AIRAF]
Client Treezo New Material Science and Technology Group Co., Ltd.
=4 LA TEAFR R AR AE]
Manufacturer Treezo New Matenal Science and Technology Group Co., Ltd.
FYRINE Bfr | PR E biE e S PSS
Test items . Unit Jl Specification Test results Judgment
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. . L 4 i) MAax - . .
formaldehyde emission | e (B 4R B E K client quality) Xmean: 0.1) Xmax: 0.1 Conformity
BIEREENLEY | . &H

|I ‘J';'( E T _';-:: 5
T™VOC ) ug/m level T <220 2 Conformity
(LLFZERD [
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P ZFERATRAE 8 1714, Information provided by the client: 171#.
Nt JIS A 5908:2022 ©AE CMA RETEAN, TEAANERACEE.
JIS A 5908:2022 is no longer accepted by CMA and is no longer included in the accreditation management.
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