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National Inspection and Testing Center for Decorative Building Material
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@ STATEMENT

This report is not valid without the Special Stamp For Testing And Inspection or signatures of the
conductor, the reviewer and the approver.
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3. This report can only be reproduced in whole and may not be partially reproduced.

4. This report of sample-delivery test is valid only for the conformity of the items of the receiving samples.
The client is responsible for its authenticity and integrity.

5. The client shall not use the test and inspection results for improper publicity.

6. If there is any objection concerning the report, please submit it in writing to this agency within 15 days
upon reception of the report. The overdue request will not be accepted.
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Sample Particleboard (Moisture-Resistant Pine Particle Board) Test Kind Commission
ZACHAL TERFMRHEARNDERA S eI IS /
Client Treezo New Material Science and Technology Group Co., Ltd. Model, Type
EF R FERFHRRERRAHRAT R =~
Manufacturer Treezo New Material Science and Technology Group Co., Ltd. Grade
ZACHRATHEE | SR TEm TR K REsETES152S st | TEME T
Address of Client Building 1, 5th Floor, 152 Haoyun Street, Liangzhu Street, |Registered Trademark
Yuhang District, Hangzhou, Zhejiang Province Treezo
TR A / TR BER
Sampling Location Client Representative Dai Guiling
ALK £H Y \
gmﬁ‘ii& / ?ﬁﬁélﬂ I 2025-08-12 HMH%%
ample Batch Receipt Date W, {) ‘
R 2 B, 600mmx600mm e H /
Sample Quantity 2 Pieces, 600mm X 600mm Producing Date R
FE SRR ATIRZS SN TS FEa it
S 238#
ample Description Good Appearance Batch No.
S 65 A6 N B4 455 BEPC BE: /O SIS A I H 1
ﬁ%ﬁd]ﬂﬁ /J:IIL}%. / C, /EJE . /%RH ﬁ%ﬁ{)\J El /E 2025-08-16 ~ 2025-09-02
Environmental for Test Temperature:/ ‘C; Humidity: / %RH Test Date

RIRINECHE | GR/T 17657-2013

Test Standard

HRE A T/CNFPIA 1003-2022

Decision Standard

o B A I SR FREERINE (30°C)

Test Item Formaldehyde release (30°C)
i=)
s remstyy | & ERIE T/CNFPIA 1003-2022 ¥ %\ﬁ)i L] 4},’4
Test Conclusion According to T/CNFPIA 1003-2022 standard, 1ﬁed \

) ee-g:bStamp For Testlng ém& spection )

T

Vai cates no content item.
&t TP
Note AR

Test Address. N0.31000, Jingshi East Road, Jinan City, Shandong Province, China.
3. ZEBMIEERKACTRIETH EKIE.

Customer-specified inspection and testing basis and criteria for judgment.
4. ZILBNER 1 KRR EZREE 30C,

Temperature deviation to 30°C required by the entrusting unit in a 1 cubic meter chamber test.
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Test Report (Continued)
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No. Test Item Unit Technical Requirement Test result Verdict
FRBINE (30°C) ; _ P
=0.02 020 (72h
1 Formaldehyde release (30°C) mg/m 0025 0020 (72n) Pass
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